
«r-C'lcgg, Inc.

West Cedar Dr.
Lakewood, Colorado 80228 
(303) 989-1404

BONDAR-CLEGG

Geochemical

Lab Report

r-
REPORT! 098-1632 < COMPLETE ) REFERENCE INFO'. NONE LISTED

client: brohm mining corp. submitted by: j. barron

PROJECT! NONE LISTED DATE PRINTED; 2-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 47 0.002 OPT Fire Asses

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 47 2 -150 47 Asses Prep 47

Excessive Wetness 537
SstPle Pickup 1

_

remarks: FINAL results are reported.

REPORT COPIES TO'. MR. JIM BARRON INVOICE TO: MR. JIM BARRON

____________________ HR. ITH RARRflMTHU Jin rnnnUn



Bondar-Ckgg. Inc.

12980 Wsi Cedar Dr. 
Lakewood, Colorado 80228 
(303) 9894401

BONDAR CLEGG

(Geochemical 
Lab Report

REPORT: 098-1632 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
. NUMBER UNITS OPT NUMBER UNITS OPT

02 R88-521-1065-1070 0.007 02 R88-521-1265-1270 0.152
02 P88-521-1070-1075 0.013 02 R88-521-1270-1275 0.133
02 R38-521-1075-1080 0.010 02 R88-521-1275-1280 0.289
02 R88-521-1080-1085 0.022^ 0' 02 R88-521-1280-1285 0.206
02 R88-521-1085-1090 0.009 02 R88-521-1285-1290 0.109

02 R88-521-1090-1095 0.011 s' 02 RB8-521-1290-1295 0.117
02 P88-521-1095-1100 0.023^ 02 R88-521-1295-1300 0.072
02 R88-521-1100-1105 0.008
02 R88-521-1105-1110 <0.002
02 R88-521-1110-1115 <0.002

02 R88-521-1115-1120 0.007
02 R88-521-1120-1125 0.014
02 R88-521-1125-1130 0.015
02 R88-521-1130-1135 0.014
02 R88-521-1135-1140 0.009

----------- *-------------------------------------------------------------------------------------- —.................  -

02 R88-521--1140-1145 0.014
02 R88-521 -1145-1150 0.012
12 RS8-521--1150-1155 0.033
02 RS8-521 -1155-1160 0.035
12 R88-521--1160-1165 0.026 • v

02 R38-521-1165-1170 0.011
02 R88-521-1170-1175 0.010
02 R88-521-1175-1180 0.016
02 R88-521-1180-1185 0.014
02 R88-521-1185-1190 0.011
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12980 Wca Cedar Dr. 
Lakewood, Colorado 80228 
(3G3)9miW

Geochemical

Lab Report

BONDAR-CLEGG

'REFORTl 098-1635 ( COMPLETE ) REFERENCE INFO! NONE LISTED

CLIENT! HUNK MINING CORP. 
PROJECT: NONE LISTED

SUBMITTED BY I J. BARRON 
DATE PRINTED: 23-DEC-88

ORDER ELEMENT
NUMBER OF 
ANALYSES

LONER
DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 33 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 33 2 -150 33 Assay Pree 33
Excessive Wetness 336
Sawle Pickup 1

REMARKS; FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR. JIM BARRON 

----------------------------HR. JIM BARRON
INVOICE TO: MR. JIM BARRON



Bondar-Clegg, Inc.

12980 Wst Cedar Dr. 
Lakewood. Colorado 80228 
(303)989-1401

BONDAR-CLEGG

(Geochemical
Lab Report

I REPORT; 098-1635 .PROJECT! NONE LISIEL FftGE 1

----------q-----------------
SAMPLE ELEMENT Au
NUMBER UNITS OPT

---- -----------------------------------—------------------
02 R88-521-1300-1305 0,078
02 R88-521-1305-1310 0.036
D2 R88-521-1310-1315 0.012
02 R88-521-1315-1320 0.022
B2 R88-521-1320-1325 0.018

02 R88-521-1325-1330 0.024
D2 R88-521-1330-1335 0.051
B2 R88-521-1335-1340 0.022
D2 R88-521-1340-1345 0.024
D2 R88-521-1345-1350 0.057

02 R88-521-1350-1355 0.045
02 R88-521-1355-1360 0.021
02 R88-521-1360-1365 0.028
02 R88-521-1365-1370 0.016
02 R88-521-1370-1375 0.012

1

D2 R88-521-1375-1380 0.027"!

02 R88-521-1380-1385 0.010
02 R88-521-1385-1390 0.029_
02 R88-521-1390-1395 0.009
02 R88-521-1395-1400 0.013 ^



LAB. REPORT NO. 

BQNDAR-CLEGG INC.

12980 W CEDAR DR., LAKEWOOD. CO. 80228 PHONE: 989-1004 TELEX: 05-693

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

Samolf
Type

•s #
Samples

Sample Numbers
ISeries)

ELEMENTS TO BE ANAIYZEO
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg So Sb Ba E spec

Neutron
Activation OCP

Ore
test

Neutron ore

Neutron ore

R
Neutron

Neutron

Neutron utO

Neutron

fe

nr >

i □ assay (%, ore grade) \ □ / prepared
Please analyze by t methods, the enclosed < f samples

^ □ geochemical (ppm, trace level) > l unprepared 1

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COO AFTER ANALYSIS COMPLETE 
0 STORE 60 DAYS DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO:

□ Results n Results

□ Invnices n Invoices

a Pulps n Pulps
Q Rejects:_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _  □ Rejects

0 Results n Results

□ Invoice n Invoice
p Pulps n Pulps
D Reiects n Reiects

CLIENT S COPY



f



LAB. REPORT NO.

EI BONDAR-CII EGG INC.

12000 W. CEDAR OR., LAKEWOOD, CO. 00220 PHONE: 000-1404 TELEX: <45-603

SAMPLE SHIPMENT NOTICE
<?</

Date Shipped - Via□ Prepaid or □ Collect

# Parcels in Shipment TOTAL NUMBER OF SAMPLES-----------------------------------------------------------------------------------------------

GEOLOGIST'S NAME_________________ PHONE NUMBERPROJECT NAME OR NUMBER----------------------------

Samples
Tw

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cfl Ni Co Mn Fe Bi V U W F An As Hg So Sb Ba E spec

Neutron
Activation DCP

Ore
test

' 'o J

"1

f D assay (%. ore grade) ) □ / prepared I
Please analyze by 1 > methods, the enclosed < / samples

' □ geochemical (ppm, trace level) * . □ ' unprepared 1

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 

COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE

>0 RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS INVOICES AND SAMPLES TO BE SENT TO:

□ Results.
□ Invoices
□ Pulps _
□ Rejects.

□ Results.
□ Invoice. 
O Pulps _ 
O Rejects.

□ Results.
□ Invoices
□ Pulps
□ Reiects

□ Results.
□ Invoice.
O Pulps
□ Reiects.

CLIENT S COPY



LAB. REPORT NO. 

H BONDAR-CLEGG INC.

12060 W CEDAR DR.. LAKEWOOD, CO. BO206 PHONE: 0B0-1AO4 TELEX: 45-603

SAMPLE SHIPMENT NOTICE
V

Date ShippedVia□ Prepaid or □ Collect 

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST'S NAME ___PHONE NUMBERPROJECT NAME OR NUMBER

Samples
Type

#
Samples

Sample Numbers 
(Series)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neulron
Activation DCP

Ore
test

Neutron

UCH

DCP

Nnufron
OCP

| □ assay (%, ore grade) □ f prepared
Please analyze by > methods, the enclosed < ( samples

* □ geochemical (ppm, trace level) Tp l unprepared /

O DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 OAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

O Results.
□ Invoices 
CJ Pulps _
□ Rejects.

□ Results.
□ Invoice.
□ Pulps _
□ Rejects.

RESULTS. INVOICES AND SAMPLES TO BE SENT TO:

_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results__
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Invoices__
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Pulps_ _ _ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects_ _ _

_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Results_ _ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Invoice_ _ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Pulps_ _ _ _
_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ □ Rejects_ _ _

CLIENT'S COPY



R
LAB. REPORT NO.

BONDAR-CLEGG INC.

12980 W. CEDAR DR., LAKEWOOD, CO. 00228 PHONE: 909-1404 TELEX: <45-893

SAMPLE SHIPMENT NOTICE
<;• / OY

Date Shipped______________________________________ Via□ Prepaid or □ Collect

# Parcels in Shipment. 

GEOLOGIST'S NAME___
MW

TOTAL NUMBER OF SAMPLES.

.PHONE NUMBER. .PROJECT NAME OR NUMBER

Samplei
Trpt

*
Samples

Sample Numbers 
iSeries}

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

Neutron

5*

Neutron

Neutron

Neutron

Neutron

Neutron

B’
Neutron

Neutron
OCR

tCM

Neutron

Oft

Please analyze by
{ * 

1 □

D assay (%, ore grade)

geochemical (ppm, trace level)
methods, the enclosed

□ / prepared

D l unprepared
samples

□ 00 NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS

□ DISCARD AFTER ANALYSIS COMPLETE
'O RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 OAYS-OISCARO
STORAGE CHARGE WILL BE ASSESSED AFTER 60 OAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
C2 RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS. INVOICES AND SAMPLES TO BE SENT TO

0 Results
^ / W/C <0^

□ Results

□ lnvnir.es □ Invoices

Q Pulps □ Pulps
D Reiects . □ Reiects

D Results □ Results

□ Invoice □ Invoice

□ Pulps o Pulps

□ Reiects -----------------------------------------------------------.... a Reiects

CLIENTS COPY



BONDAR-CLEGG INC.

12080 W. CEDAR DR, LAKEWOOD, CD. 80228 PROTsJE 388-1404 TELEX: 45-603

SAMPLE SHIPMENT NOTICE

Date ShippedVia□ Prepaid or □ Collect 

# Parcels in Shipment TOTAL NUMBER OF SAMPLES 

GEOLOGIST'S NAMEPHONE NUMBERPROJECT NAME OR NUMBER

LAB. REPORT NO. 

Simple
Type

5 #
Samples

Simple Numbers
ISeries)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag CD Nl Co Mn Fe Bi V U W F Au As Hg So Sb Ba E spec

Neutron
Actuation DCP

Ore
test

Neutron

Neutron

Please analyze by
□ assay (%, ore grade)

□ geochemical (ppm, trace level)
} methods, the enclosed

□

□

prepared

unprepared

}
samples

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COO
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

RESULTS, INVOICES AND SAMPLES TO BE SENT TO

□ Results n Results

□ Invoices n Invoices
0 Pulps □ Pulps
0 Rejects n Reiects

□ Results n Results
0 Invoice n Invoice

o Pulps □ Pulps

□ Reiects n Reiects

CLIENT'S COPY



LAB. REPORT NO.

[—j BONDAR-CLEGG INC.

Date Shipped

12980 W. CEDAR DR.. LAKEWOOD. CD. 80228 PHONE: 989-V104 TELEX: 45-693

SAMPLE SHIPMENT NOTICE

Via□ Prepaid or □ Collect

# Parcels in Shipment

GEOLOGIST'S NAME:PHONE NUMBER

TOTAL NUMBER OF SAMPLES.
7
.PROJECT NAME OR NUMBER.

Samples
TYPe

#
Samples

Sample Numbers
ISeries)

ELEMENTS TO BE ANALYZED
Cu Pb Zn Mo Ag Cd Ni Co Mn Fe Bi V U W F Au As Hg Sn Sb Ba E spec

Neutron
Activation DCP

Ore
test

A_,' , \ C: :(il / f /
Neuron

*T

'ZfS I36D Neutron

Neutron

Neutron

Neutron

Neutron

Neutron

Neutron

Neutron

Neutron

NuutTQfl

Vto
Neutron

!»vntu::r

i d assay (%, ore grade) □ (prepared
Please analyze by t methods, the enclosed < J samples

' □ geochemical (ppm, trace level) □ t unprepared 1

□ DO NOT ASSAY GEOCHEMICAL OVERLIMITS 
COMMENTS_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

PLEASE INDICATE SAMPLE DISPOSITION

COARSE REJECTS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 60 DAYS-DISCARD
STORAGE CHARGE WILL BE ASSESSEO AFTER 60 DAYS

PULPS
□ DISCARD AFTER ANALYSIS COMPLETE
□ RETURN COD AFTER ANALYSIS COMPLETE
□ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR

□
a
□
□

□
□
□

□

RESULTS. INVOICES AND SAMPLES TO BE SENT TO:

Results
/JH M t?

n Results.
lnvnir.es T ~W7 n invoices

Pulps n Pulps

Rejects n Rejects.

Results □ Results.

Invoice □ Invoice.

Pulps n Pulps

Rejects □ Rejects.

CLIENT'S COPY




